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The dielectric-response functions of crystalline ropes of metallic single-walled carbon nanotubes were de-
termined from time-dependent density-functional theory in the random-phase approximation. Interband tran-
sitions and plasmonic excitations were studied as a function of momentum transfer. The impact of the tube
diameter was shown for the �n ,n� armchair-type series �n ranging from 3 to 8� covering a diameter range from
4 to 11 Å. Helicity effects were examined for the thinnest tubes, the armchair �3,3� versus the zigzag �5,0�
configurations. Our results give detailed insight into the various kinds of excitations that can be observed in
ropes of nanotubes. Recent experimental findings and trends by electron energy loss and Raman spectroscopies
are reproduced and explained.
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I. INTRODUCTION

Carbon nanotubes represent a unique phase of carbon
composed of cylindrically rolled graphene sheets of various
diameters and helicities. They possess a number of intriguing
properties owing to their quasi-one-dimensional structure
and their chemical bonding. Their electronic structure and
excitations have been under intense investigation by both
theoretical and experimental means.1–4 The characteristic
low-lying singularities in the density of states were deter-
mined for tubes of various diameters and helicities. The ear-
liest theoretical predictions suggested that under certain con-
ditions �neglect of curvature and �−� hybridization�, the
electronic structure of single-walled nanotubes could be in-
terpreted in terms of the two-dimensional band structure of
the graphene sheet.5 Electron spectroscopies6,7 are powerful
experimental tools which can probe the internal electronic
structure of the tubes. In particular, electron energy-loss
spectroscopy �EELS� has been recently employed to analyze
the dielectric response of isolated carbon nanotubes2,8 as well
as of bulk polycrystalline samples of nanotubes.9–12

By theoretical means, the existing research on the dielec-
tric response of carbon nanotubes falls under three catego-
ries: �a� Model calculations13 based on an electron-gas treat-
ment of the response; �b� tight-binding calculations14 based
on a �-electron Hamiltonian. These calculations were done
for a large variety of chiral and nonchiral nanotubes of
various diameters and helped to elucidate aspects of the re-
sponse in a frequency range up to 15 eV, where �→��

excitations dominate. �c� First-principles calculations based
on either many-body perturbation theory15–17 or
density-functional18–22 and Hartree-Fock23,24 time-dependent
frameworks using different approximations for exchange-
correlation effects. Unfortunately, such calculations are still
restricted to nanotubes of very small diameters �around 4 Å
in most cases� and to the lower part of the valence-electron
excitation spectrum.17 This makes the direct comparison to

most existing experiments very problematic, especially to the
EELS experiments that probe the plasmonic excitations.10–12

The aim of the present study has been to extend the first-
principles calculations of the dielectric response to carbon
nanotubes of larger diameters and higher energies allowing,
therefore, more rigorous comparisons with the existing ex-
perimental studies of electronic excitations of metallic nano-
tubes; in particular, momentum-dependent EELS data for
crystalline ropes of single-walled nanotubes with very nar-
row distributions of mean-nanotube diameters10–12 and Ra-
man data on individual �isolated� nanotubes of well charac-
terized diameters and helicities.4

The dielectric and electron energy-loss functions of crys-
talline ropes of carbon nanotubes were calculated ab initio
for a range of magnitudes of momentum transfer q for which
the energy-loss function was accessed experimentally by
EELS. The calculations were based on the random-phase ap-
proximation �RPA� with inclusion of the crystal local-field
effects �LFEs� in the response for the cases that this is nec-
essary. This approximation was found sufficient in an earlier
study of the optical absorption of small-diameter carbon
tubes19 predicting absorption-peak positions in very good
agreement with experiment25 and more elaborate
calculations15 that considered excitonic effects. Furthermore,
our EELS calculations in graphite matched very well the
experimentally observed spectra and plasmon-peak
positions.26,27 Here, we focus on the armchair series of car-
bon tubes, namely, of the type �n ,n� with the index n ranging
from 3 to 8, covering a diameter range up to roughly 11 Å.
This allowed us to study systematically the induced changes
in the dielectric functions with increasing tube diameter for
these metallic tubes.28 The impact of different helicities on
the response of metallic tubes was also examined by com-
paring the results for the armchair �3,3� and zigzag �5,0�
tubes, which have very similar diameters �close to 4 Å�.
Recent theoretical calculations of the optical-absorption
spectra for these tubes showed that the position of the ab-
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sorption peaks is very sensitive to tube helicity.15,18,19 In con-
trast, the energy-loss function in the range of the �+� plas-
mon and in the vanishing-q limit did not exhibit a helicity
dependence.19,20 Here, however, we provide a more complete
assessment of the effect of different helicities by making the
comparisons in an extended range of q. This represents a
more realistic situation since the experimental EELS data are
always obtained for finite momentum transfer q. Further-
more, a large value of q represents shorter wavelength per-
turbation and, therefore, different tubular helicities may lead
to different response.

II. THEORETICAL FRAMEWORK

To model crystalline ropes of nanotubes we constructed
unit cells with three-dimensional periodic boundary condi-
tions where the infinite-length single-walled nanotubes are
perfectly aligned and arranged in a hexagonal lattice �see
Fig. 1�. This is consistent with the experimental
observations10,29 where the obtained Bragg spectra also infer
a hexagonal lattice for the nanotubes �of the order of 100–
500� that make up the ropes. Nonetheless, generally bulk
nanotube samples comprise finite-length nanotubes of vari-
ous helicities. At present, it is not computationally feasible to
model either nanotubes of long finite sizes �of the order of
micrometer� or variable helicities within a single unit cell,
much less to calculate their dielectric response from first
principles. However, recent tight-binding calculations30 of
optical properties showed that the spectra of sufficiently long
tubes �at least micrometer long� are almost the same with
those of infinite-long ones. Therefore, at least for long nano-
tubes the present approach is justified. Edge effects originat-
ing from the finite size of short nanotubes are beyond the
scope of the present work. Such effects were shown to de-
termine the antenna properties of nanotubes in the micro-
wave range.31

The present approach also neglects finite-size effects that
may arise due to the finite lateral size of the ropes �number of
individual tubes within a rope�. This is necessitated by com-
putational simplicity that motivates our choice of periodic
boundary conditions. It is justified by the fact that the wave-
lengths of the perturbations considered in this momentum-
resolved EELS study �range from around 100 Å down to the
level of interatomic distances� are smaller than typical rope
diameters. For instance, 500 tubes of the �8,8� type would
yield a rope diameter approximately of 350 Å. Hence, it is

the specific diameter and internal structure and properties of
individual tubes and their coupling within the ropes that is
the governing factor to the dielectric response. Moreover, we
concentrate on perturbations parallel to the tubes axes.
Finite-size effects in the lateral dimension are important for
longer wavelengths; this has been illustrated in a recent study
of guided-wave propagation in an isolated rope of N metallic
nanotubes.32 In that work, the geometric resonances of the
electromagnetic waves were determined in the terahertz and
midinfrared ranges. These modes displayed a frequency de-
pendence that varied according to the lateral size of the rope
�number of tubes�.

The ground state33 of the carbon nanotubes was deter-
mined within density-functional theory �DFT� in the local-
density approximation.34 For the valence-core interaction we
used norm-conserving pseudopotentials generated from free-
atom calculations.35 The crystalline valence-electron wave
functions were expanded using a plane-wave basis set and an
energy cutoff of 44 Ry.

The structural relaxation consisted of minimizing the total
internal energy of the unit cell with respect to total-volume
changes and to atomic positions. The optimization for all the
tubes studied in this work yielded interwall distances within
a narrow range from 3.0 to 3.2 Å, namely, somewhat
smaller than the intersheet spacing in graphite ��3.4 Å�.
This is also in agreement with earlier DFT calculations36 of
crystalline packings of the �6,6� carbon tubes where the hex-
agonal close-packed configuration was found to have the
lowest energy.

The effect of different mutual rotations between neighbor-
ing tubes was studied for selected cases only and it was not
found important in the dielectric-response functions, in
agreement with earlier calculations of the optical absorption
of �3,3� carbon tubes as a function of rotation.22

From the resulting Kohn-Sham eigenvalues and wave
functions the linear-response independent-particle polariz-
ability �0 was constructed.37 Within time-dependent density-
functional theory �TDDFT�,38 the full polarizability � is ob-
tained from �0 via the Dyson-type expression39

� = �0 + �0�Vc + fxc�� , �1�

where Vc is the bare Coulomb interaction and fxc, the so-
called exchange-correlation �xc� kernel, is the functional de-
rivative of the xc potential with respect to the electron den-
sity. By setting fxc to zero, xc effects in the electron response
are neglected and one obtains the random-phase approxima-
tion �RPA�. This approximation is justified when xc effects
are small or when they cancel to a large extent: indeed, the
kernel fxc simulates, with respect to DFT-RPA, both a gap
opening and the lowering of excitation energies due to
electron-hole attraction, hence two effects of opposite sign.
This explains the success of the RPA in many cases, includ-
ing the description of nanotubes. Since we are moreover
mostly interested in pointing out tendencies in the present
work, we can safely adopt the RPA in the following.

The inverse longitudinal microscopic dielectric
function37,40 for a periodic system is obtained as

(3,3) carbon tubes

tS

FIG. 1. Hexagonal unit cell for the �3,3� carbon tubes. St de-
notes the interwall separation.
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�G,G�
−1 �q� = �G,G� + Vc�q + G��G,G��q� , �2�

with q in the first Brillouin zone and G,G� are reciprocal-
lattice vectors. The electron energy-loss function for a
transferred momentum �q+G� is given by −Im��G,G

−1 �q��
=−Im�Vc�q+G��G,G�q��. In general, due to the inhomogene-
ity in the electron response, �G,G� cannot be considered as
being purely a diagonal matrix in the G space and LFE need
to be accounted for: the off-diagonal elements of �G,G� have
to be included in the matrix inversion. Making the approxi-
mation �G,G

−1 �q��1 /�G,G�q� corresponds to neglecting the
inhomogeneity of the response, i.e., to neglecting the LFE.

In the sections that follow we shall present our results41

on the q-dependent macroscopic dielectric function �M
which is defined as �M�q�=1 /�0,0

−1 �q�. The imaginary part of
this function, in the vanishing q limit, gives the optical ab-
sorption. For the specific case where LFE are neglected,
�M�q�=�0,0�q�. Accordingly, the energy-loss function is ob-
tained as −Im�1 /�M�. The direction of q is always along the
tube axis. For this polarization, it was shown19 that the peak
positions in the optical-absorption spectra are not affected by
the intertube interaction, allowing therefore comparison of
the present results with Raman experiments4 on isolated
nanotubes. It is also important to note here that for more
general q orientations, the dielectric response will be modi-
fied; recent calculations20 of the EELS spectra for the �3,3�
tubes showed that for q components perpendicular to the
tubes axis the spectra became more diffuse with increasingly
more important LFE that leads to a shift of the plasmon
peaks to higher frequencies. This is to be expected to a cer-
tain degree in realistic situations owing to the orientational
disorder in bulk samples where the individual tubes in the
ropes are not perfectly aligned.

The frequency range studied covers the valence-electron
excitations in the form of interband and intraband �for finite
q� transitions and plasmonic excitations up to 45 eV for
some cases. Very low frequencies in the terahertz range are
extremely difficult to treat with the TDDFT framework
adopted here and are beyond the scope of the present work.
For the same reason, tunneling of free carriers between at-
oms on different tubes is also neglected. Tunneling effects
for a rope of metallic tubes were calculated using a nearest-
neighbor tight-binding Hamiltonian in Ref. 42. As expected,
these effects were confined at very low energies �to within
0.1 eV of the Fermi energy� and were responsible for the
creation of a pseudogap in the density of states at the Fermi
energy.

III. q-DEPENDENT RESPONSE AND DIAMETER
DEPENDENCE

In this section the calculated q-dependent dielectric func-
tions are reported for crystalline ropes of armchair-type tubes
as a function of tube diameter.

For small q=0.23 Å−1, the imaginary part of �M and
energy-loss functions for several armchair tubes are plotted
in Fig. 2. It can be seen that for all tubes Im��M�q�� exhibits
an intense structure in the 0–5 eV frequency range due to
�→�� electron excitations. The shape of this structure be-

comes broader and more uniform with increasing tube diam-
eter. The calculated spectrum for the �6,6� tubes resembles
the graphitic one for in-plane polarization �displayed in the
upper inset in Fig. 2�. In the 8–12 eV range a shoulderlike
feature develops which is especially evident for the smaller-
diameter �3,3� and �4,4� tubes; it is very much attenuated for
the larger-diameter �5,5� and �6,6� ones and absent in the
graphitic absorption spectrum. This suggests that the origin
of this feature is the strong tubular curvature which promotes
�−� hybridization. At higher frequencies, beyond 12 eV, a
more intense structure is seen with a prominent peak at 14.5
eV. This structure reflects the contribution of �→�� inter-
band transitions and it is also observed in the absorption
spectrum of graphite for in-plane q �Refs. 26 and 27� �see
inset� with very similar shape and peak position.

The corresponding energy-loss function contains three
distinct plasmon peaks �see lower panel in Fig. 2�: first, the
intraband plasmon in the 1–2 eV range. This plasmon arises
from the collective oscillations of the free carriers of the
linear bands which cross at/near the Fermi energy.43 This
crossing is a common characteristic of all armchair-type
tubes1,2 and it is, therefore, a fingerprint of metallicity
irrespective of the index n. At higher frequencies, the
two valence-electron plasmons are found in the 5–7 eV range
�� plasmon� and in the 26–28 eV range �the total �+�
plasmon�.44 In agreement with experimental energy-loss
data obtained from bulk single-walled nanotube material10

we find hence the two valence plasmons to be consistently
lower in energy than in graphite �see inset� where the plas-
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FIG. 2. �Color online� Dielectric �imaginary part� and energy-
loss function for the �3,3�, �4,4�, and �5,5� tubes calculated for a
small �0.23 Å−1� momentum-transfer q� parallel to the tubes axis.
The Im��M� is also plotted for the �6,6� tubes. The results were
obtained without LFE. The insets contain the corresponding results
for graphite �from Ref. 26�. Broadening is set to 0.5 eV.
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mon energies for small in-plane q are 7.2 and 28 eV,
respectively.27

The higher-energy �+� plasmon peak does not display a
strong diameter dependence. For the �5,5� case it is slightly
displaced to a lower frequency; this is consistent with the
average electron density being smaller for this larger-
diameter tube, therefore, lowering the plasmon frequency ac-
cording to homogeneous electron-gas theory.45 It is notewor-
thy that the experimentally measured10 frequency of the �
+� plasmon �for the same magnitude of q� is almost 23.5 eV,
namely, even lower than the present results. Given the fact
that the reported mean diameter of the tubes contained in the
bulk samples used in those experiments was 14 Å, such a
redshift of the plasmon frequency is consistent with our ex-
planation. The redshift may also be understood as an effect
of the weakening of the intratube interaction. The diametri-
cally opposed wall segments will interact more weakly at
larger distances with increasing tube diameter, yielding a
downward shift of the plasmon frequency. A similar effect
was observed in our previous study27 of the dielectric re-
sponse in graphite and in graphene-sheet geometries of vari-
ous intersheet distances: smaller intersheet distances lead to
�+�-plasmon peaks at higher frequencies.

The two low-energy plasmons, on the other hand, exhibit
more noticeable changes with increasing tube diameter and
were studied in more detail. Their dispersion �q-dependent
energies� was also obtained through the q-dependent energy-
loss function. This function was calculated in the frequency
range up to 10 eV without considering LFE in the response.
This assumption was found to be valid for the range of tube
diameters and q’s studied �up to 0.6 Å−1� and for q orienta-
tions parallel to the tubes axes.46 Calculations including LFE
�to be presented in Sec. IV� for the small-diameter tubes
confirm the validity of our assumption: LFEs start to develop
only after 20 eV under these conditions. The detailed energy-
loss function is plotted in Fig. 3 for the �3,3�, �5,5�, and �7,7�
tubes. The dispersion of the � plasmon is plotted in Fig. 4
for all the tubes studied in the present work where it can be
seen how it disperses toward higher energies with increasing
q. The experimentally observed10 q-dependent energies of
the � plasmon in bulk samples of carbon nanotubes are in
the same range, albeit with a stronger dispersion �compared
to the predicted dispersion for either of the tubes studied
here�: they are confined10 within the 5–7.5 eV range for q’s
up to 0.6 Å−1. The fact that the samples used contained a
mixture of nonperfectly aligned tubes of a mean tube diam-
eter equal to 14 Å may explain the larger scatter of the
�-plasmon energies in the experimental EELS data.

These results �see Fig. 3� clearly show that the � plasmon
is a well-defined peak in the energy-loss function and per-
sists even up to 0.6 Å−1. The intraband plasmon, however,
exhibits a considerable decay �especially for the larger-
diameter �7,7� tubes� and seizes to exist for the large q values
considered here, e.g., 0.41 Å−1 and beyond. The two lower-
energy plasmons also display a contrasting behavior as a
function of increasing tube diameter. The �-plasmon peaks
�in contrast to the intraband plasmon� are progressively dis-
placed to higher frequencies with increasing tube diameter.
This blueshift, however, is a highly nonlinear function of
diameter: e.g., for q equal to 0.29 Å−1, the �-plasmon fre-

quency is 5.2 eV for the �3,3� tubes, 5.9 eV for the �4,4�
ones, and then reaches a convergence for the larger-diameter
tubes �almost coincident peaks at 6.6 eV for the �7,7� and
�8,8� tubes� �see Fig. 4�. This convergence in the plasmon
frequency with increasing tube diameter is more evident for
the smaller q’s studied here and can provide an explanation
for the fact that the measured plasmon energies in the
experiments10 �where the samples had a 14 Å mean tube
diameter, namely, larger tubes to those studied here� also did
not exceed 7.5 eV for a maximum momentum transfer q of
0.6 Å−1. As a result, the graphitic �-plasmon frequency27

�approximately 7.2 eV for 0.25 Å−1 and 8 eV for q equal to
0.6 Å−1� remains an upper bound for these small- and
medium-diameter metallic tubes.

The above behavior of the �-plasmon energy is unex-
pected within the context of homogeneous electron-gas
theory where lower average electron densities �larger tube
diameters� would be expected to yield lower plasmon
energies.45 Instead, the present results for the � plasmon sug-
gest that the specific electronic structure of the tubes and the
ensuing interband transitions must have an impact. In order
to elucidate this point further, we plot in Fig. 5 the imaginary
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FIG. 3. �Color online� q-dependent energy-loss function for the
�3,3�, �5,5�, and �7,7� tubes calculated for q-orientation parallel to
the tubes axis. q is given in units of Å−1. The results were obtained
without LFE. Broadening is set to 0.1 eV.

MARINOPOULOS, REINING, AND RUBIO PHYSICAL REVIEW B 78, 235428 �2008�

235428-4



and real parts of the dielectric function versus frequency for
all the tubes studied taking the smallest q of 0.06 Å−1, where
the imaginary part should be essentially proportional to the
optical-absorption spectrum. For all the tubes very intense
absorption structure is observed at energies below 1 eV. This
intense oscillator strength is a consequence of the metallicity
of these armchair tubes: it originates from the intraband tran-
sitions involving the two linear bands which intersect at/near
the Fermi energy. At higher frequencies, the absorption is
dominated by interband transitions. The major feature is an
absorption band in the range from 2 to 6 eV, with a width and
shape depending strongly upon tube diameter. The smallest-
diameter �3,3� tubes exhibit a single absorption peak at 2.8
eV in this frequency range. The �4,4� tubes exhibit a similar
spectrum, albeit wider and with the main peak at 3 eV. For
the larger-diameter tubes ��5,5� and larger ones� the inter-
band excitation spectrum is more extended and broader hav-
ing a two-peak structure. The width of the absorption band
and the degree of its bimodal shape progressively increase
with increasing tube diameter. As a result, there is a progres-
sive shift of the first absorption peak toward lower frequen-
cies for the larger-diameter tubes. This behavior is in agree-
ment with recent experimental data from resonant Raman
spectroscopy4 where interband-transition peaks of the same
metallic armchair tubes were determined.

At higher frequencies, starting at 8 eV, the smaller-
diameter tubes �especially the �3,3� ones� exhibit an absorp-
tion structure which is nonexistent in graphite27 and which
progressively diminishes in intensity with increasing tube di-
ameter �see Fig. 5; also discussed in Fig. 2 for slightly larger
q�. These transitions in this frequency range �caused by the
increased �−� hybridization in the smaller-diameter tubes�
lead to an increase of the macroscopic screening: the real
part of the dielectric function �which is negative in this
range� increases more abruptly and eventually takes positive
values at lower frequencies for the lower-diameter tubes �see
Fig. 5�. Consequently, the zero of Re��M�q�� �i.e., vanishing
magnitude of the real part of the longitudinal dielectric func-

tion; the plasmon-existence criterion� takes place at lower
frequencies. This explains the progressive shift of the
�-plasmon position as a function of diameter. In contrast, the
behavior of the intraband plasmon �see Fig. 3� can be under-
stood as follows. The broadening of the interband-absorption
spectrum and the redshift of the first �interband� absorption
peak for the larger-diameter tubes �see Fig. 5� causes a pro-
gressive shift of the zero of Re��M�q�� �zero positions de-
noted by the arrows in Fig. 5� and, consequently, of the in-
traband plasmon peak toward lower frequencies. It is
interesting to note that the experimental energy-loss data12 in
this frequency range also exhibited the same characteristics
in terms of the peak positions for samples of different mean
tube diameters. Namely, the observed peaks in the 0.5–2.0
eV range were found at lower frequencies for the samples
with the larger mean tube diameters. Although the measured
samples contained tubes of different chiralities and orienta-
tions, the above agreement leads us to suggest that the origin
of the observed low-frequency peaks in the experimental loss
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data must be the intraband plasmons of the metallic
armchair-type tubes which, as shown above, are influenced
by both intraband and interband transitions in a quite intri-
cate way. In order to explain the observations, one has hence
definitely to go beyond the simple picture of interband tran-
sitions alone that was evoked in Ref. 12.

IV. q-DEPENDENT RESPONSE AND HELICITY: (3,3)
VERSUS (5,0) TUBES

In this section we examine the impact of different helicity
on the q-dependent response. We performed a comparative
study for the very thin tubes: the armchair �3,3� and the
zigzag �5,0� that have very similar diameters �approximately
4 Å� and are both metallic.

The q-dependent energy-loss function of these tubes is
plotted in Fig. 6 for three representative q values. Only q
orientations parallel to the tubes axes were again considered.
For the smaller q, the energy-loss function for the �3,3� tubes
displays the three distinct plasmon peaks �see Fig. 6�a��,
which have been discussed in Sec. III. The �5,0� tubes, on the
other hand, do not possess an intraband plasmon in the
energy-loss function �see Fig. 6�b��. Again, for the smaller q,
the � plasmon peak appears at 5.2 eV, as in the �3,3� case.
The total plasmon ��+�� has a very similar energy and
shape as its counterpart in the �3,3� tubes.

Inspection of the dielectric function in the 0–10 eV range
can help to explain the occurrence �or not� of the peaks in the
energy-loss function for these thin tubes. In Fig. 7�a� the
dielectric function for the �3,3� tubes is plotted in the 0–10
eV range for a small q=0.23 Å−1 parallel to the tube axis.
The frequencies where the real part of �M�q� becomes zero
are denoted by the arrows. For small q the imaginary part of
Im��M�q�� has small values at these frequencies and, there-
fore, the plasmon-existence criterion holds and well-defined
plasmon excitations in the loss function are observed: the
intraband and the � plasmon at �2 and 5.2 eV, respectively.
These energies are slightly higher than the energies where

the zeros of Re��M�q�� occur �denoted by arrows�, a conse-
quence of the nonzero Im��M�q�� at the zero crossing;
namely, the plasmons are slightly damped from the interband
transitions.

The reason for the absence of a low-energy plasmon peak
in the �5,0� tubes, despite the fact that these tubes are also
metallic, can similarly be traced back to the frequency de-
pendence of the dielectric function plotted in Fig. 8�a�. It can
be seen from the calculated raw data that, although
Re��M�q�� becomes zero in the 1–2 eV range, the Im��M�q��
is very large in the same frequency range attaining a magni-
tude equal to �20 �assuming a 0.1 eV broadening�. There-
fore, the low-energy plasmon is heavily damped from the
interband transitions and consequently no plasmon peak ap-
pears in the energy-loss function. This is in contrast to the
situation encountered for small q for the �3,3� tube, where
the zero of Re��M�q�� takes place in the region of reduced
absorption, between the intraband and interband absorption
peaks �Fig. 7�a��.

With increasing q, the existing plasmon peaks in the
energy-loss function for both types of tubes disperse toward
higher energies �see Fig. 6�. The only exception is the intra-
band plasmon in the �3,3� tubes which for larger magnitudes
of q is severely damped and no longer appears as a well-
defined peak. The � plasmon also reduces in intensity and
becomes considerably broader. For larger q’s LFEs are now
more important and modify the energy-loss function for fre-
quencies beyond 20 eV, namely, where the �+� plasmon is
found. As a result, this plasmon acquires a shift of its center
of gravity by as much as 2 eV �from 28 to 30 eV, for the �3,3�
case� for the largest q studied here. Again even at larger
magnitudes of q, the �+� plasmon remains very similar for
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these tubes. Its center of gravity is almost the same for both
types of tubes and only a slightly larger width is observed for
the �5,0� ones. It is, therefore, a helicity-independent spec-
troscopic quantity for a wide range of experimentally acces-
sible q’s, namely, up to 0.7 Å−1.10,11 Therefore, electron
energy-loss experiments probing the �+� plasmon cannot
distinguish different tube helicities even for these relatively
large magnitudes of momentum-transfer q.

For finite magnitudes of q it is less certain that peaks in
the energy-loss function represent well-defined plasmon-
excitation modes. For sufficiently large q �shorter wave-
length perturbations�, individual single-particle �interband�
transitions may eventually replace plasmons as the dominant
excitation modes in certain frequency regions in the energy-
loss function. We have checked whether the plasmon-
existence criterion �vanishing of the real part of the longitu-
dinal dielectric function �M�q�� also holds at larger q. For the
�3,3� tubes, although Re��M�q�� has zeros in the 2–7 eV
range for large q �denoted by arrows in Figs. 7�b� and 7�c��,
the line shape of Im��M�q�� at the same time is more broader
and couples with the plasmon excitations. This coupling
yields a more diffuse line shape in the 0–10 eV range of the
energy-loss function for large q. In this range only the �
plasmon at approximately 6 eV may be classified as a plas-
monic excitation.

In the �5,0� tubes, the situation is less complicated for
larger q’s. The plotted real and imaginary parts of �M�q� are
displayed in Fig. 8. Only one zero of Re��M�q�� is seen �its
position is marked by the arrow� with very small correspond-
ing Im��M�q�� in its neighborhood. Therefore, the
�-plasmon excitation does not couple with the interband
transitions and is nearly undamped. As a result, it appears as

a well-defined peak in the energy-loss function of these tubes
even for the larger q magnitudes �see Fig. 6�.

V. CONCLUSIONS

The present calculations have provided an account of the
changes in the dielectric response of crystalline ropes of me-
tallic �armchair-type� tubes as a function of tube diameter.
Although the dielectric functions of these tubes exhibited
certain qualitative similarities with graphite �spectral line
shapes and plasmon peak positions�, nonetheless important
features of the spectra were clearly intrinsic to the specific
tubular dielectric response, more specifically, the existence
of the low-frequency intraband plasmon in the 1–2 eV range,
which is absent in graphite, as well as the development of
additional spectral structure in the absorption spectrum. This
structure involves a feature in the 8–12 eV range for the
smaller-diameter tubes, an appearance which should be at-
tributed to the larger tube curvatures causing increased �
−� hybridization in this frequency range. It is also notewor-
thy that the energies of the two graphitic valence plasmons
remain upper bounds for the corresponding plasmon energies
in these low- and medium-diameter tubes studied here. The
same finding was also observed in the existing energy-loss
data from experiments10 on polycrystalline samples of
single-walled tubes of larger mean tube diameter.

In the absorption spectrum, the increase of tube diameter
leads to a broader shape of the main peak structure in the 2–6
eV range. This further evolved into a two-peak absorption
structure with increasing tendency of the first absorption
peak to be progressively displaced to lower frequencies
something which was also observed recently by Raman
spectroscopy.4 In the energy-loss spectrum the resulting
changes with increasing tube diameter were studied in more
detail for the intraband and � plasmons. The positions of
these plasmons were found to depend on the specific dielec-
tric response of the tubes and onset of interband transitions
rather than the average electron density. We also proposed
that the observed low-frequency peaks seen in the experi-
mental energy-loss data12 must be intraband plasmons and
not interband transitions as was originally suggested. Fur-
thermore, the calculated dispersion �q-dependent plasmon
energies� showed that the � plasmon persists as a distinct
excitation mode even for larger magnitudes of q and reaches
a convergence in its energy with increasing tube diameter
�more notably for the smaller q’s�. The intraband plasmon
remained confined in the 1–2 eV range and was heavily
damped for q’s larger than 0.4 Å−1 and to a higher degree
for the larger-diameter �7,7� and �8,8� tubes.

The impact of different helicities was only examined for
the smallest-diameter �3,3� and �5,0� tubes. These tubes ex-
hibited differences only in the low-frequency part of the
energy-loss function: the �5,0� tubes �despite the fact that
they are also predicted to be metallic� lacked an intraband
plasmon and displayed a very intense undamped �-plasmon
peak even at large momentum transfers q. The total ��+��
plasmon, on the other hand, was modified by local-field ef-
fects and did not display a helicity dependence through the
range of q’s considered here.
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