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In this work, we performed extensive first-principles simulations of high-harmonic generation in
the topological Diract semimetal Na3Bi using a time-dependent density functional theory framework,
focusing on the effect of spin-orbit coupling (SOC) on the harmonic response. We also derived a
general analytical model describing the microscopic mechanism of strong-field dynamics in presence
of spin-orbit coupling, starting from a locally U(1)×SU(2) gauge-invariant Hamiltonian. Our results
reveal that SOC: (i) affects the strong-field ionization by modifying the bandstructure of Na3Bi, (ii)
modifies the electron velocity, making each spin channel to react differently to the pump laser field,
(iii) changes the emission timing of the emitted harmonics. Moreover, we show that the SOC affects
the harmonic emission by directly coupling the charge current to the spin currents, paving the way
to the high-harmonic spectroscopy of spin currents in solids.

I. INTRODUCTION

The swift development of strong-field attoscience in
solids has recently allowed for the development of many
novel techniques, tailored toward controlling electron dy-
namics in solids on unprecedented timescales. Among the
possible applications of controlled strong-field dynam-
ics in solids, one finds the possibility to perform high-
harmonic spectroscopy of various fundamental phenom-
ena with unprecedented timescales, such as bandstruc-
ture dynamics [1–6], dynamical correlation effects [7–9],
or the study of structural and topological phase transi-
tions [10, 11]. Given the wealth of physical phenomena
occurring in solids, much more exciting results are ex-
pected to emerge in the coming years.
Recently, topological effects, and the related Berry cur-
vature effects, have attracted a lot of attention in the
context of strong-field dynamics[12–16]. In particular,
several studies investigated how high-harmonic genera-
tion (HHG) is affected by a topological phase transition
using the Haldane model [10, 11, 17] and related Hal-
dane nanoribons models [18]. In order to demonstrate
the possibility to probe topological phase transitions us-
ing high-harmonic generation in a experiment, one needs
to find a material that can host these different phases,
and for which one can, by tuning an external parameter,
reach different parts of its phase diagram. In this re-
spect, Na3Bi was shown to be a very promising material,
as its phase diagram is extremely rich and displays differ-
ent topologically non-trivial phases, such as topological
Dirac and Weyl semimetal phases, topological and trivial
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insulating phases, or a phase with non-trivial Fermi sur-
face states with non-zero topological charges [19]. With-
out breaking any system symmetry, Na3Bi is a three-
dimensional (3D) topological Dirac semimetals[20] where
two overlapping Weyl fermions form a 3D Dirac point.
It was shown that a compression of 1% along the y axis,
which breaks inversion symmetry, can turn Na3Bi into
a topological insulator. Moreover, ab initio calculations
for Na3Bi driven by a circularly-polarized light showed
that circularly-polarized light, by breaking time-reversal
symmetry, induces a Floquet-Weyl semimetal where the
two Weyl points are separated in momentum space [21].
Importantly, because in this case the crystal symmetries
of Na3Bi are still preserved, these Weyl points remain
topologically protected[19]. The capability to selectively
break some of the symmetries of Na3Bi either using pres-
sure, or ultrafast circularly-polarized light pulses, allows
to explore its phase diagram in depth. However, before
exploring the complex phase diagram of Na3Bi, one needs
to get a deeper understanding of the strong-field response
in Na3Bi in its pristine phase. This is the main scope of
the present work.
At the hearth of most of topological properties and Berry-
curvature-related phenomena lies the spin-orbit coupling
(SOC) interaction. While SOC does not affect strongly
HHG in atomic systems, mostly affecting the harmonic
yield[22], it is known that the SOC can strongly modify
the bandstructure of bulk materials, and is responsible
for various phenomena such as spin-Hall currents [23], the
anomalous Hall effect [24], and spintronics [25], to cite a
few. Understanding how the SOC affects the strong-field
dynamics in solids is therefore of paramount importance
in order to later understand related phenomena such as
topology. This is also why Na3Bi is a very attractive
choice, as it allows us to investigate SOC effects, without
any Berry-curvature-related phenomena.
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It is clear that SOC can modify the bandstructure of ma-
terials, and can, for instance, lead to band-inversion and
thus induce topological insulators. SOC can also split en-
ergy bands and lift spin degeneracy, and renormalize elec-
tronic bands. Besides these modifications of the band-
structure, one might wonder if and how the SOC affects
the dynamics of the excited carriers within these modi-
fied bands. Already, by considering the lowest relativis-
tic correction to the Pauli Hamiltonian containing the
spin-orbit interaction HSO = ~e

4m2c2 p. (σ ×∇V ), where
V is the potential due to the ions acting on the electrons,
p their momentum, one finds that the velocity opera-
tor is modified such that v̂ = − i

~ [r̂, Ĥ] = 1
m [p + e

cA],

where A = ~
4mcσ ×∇V plays the role of a SU(2) gauge

vector potential[26]. This can be seen as leading to an
effective magnetic field B = ∇ × A = ~[σ. (∇2V ) −
(σ.∇)∇V ]/(4mc). How this change in the electrons’
velocity reflects in the strong-field response of solids is
one of the main focus of this work. As we will see later,
this change in the electrons’ velocity leads to a coupling
between the charge current and the microscopic fluctua-
tions of the spin current.

The relation between spin-current and nonlinear re-
sponse of bulk material has already been partly investi-
gated in the context of perturbative nonlinear optics. It
was shown that a pure spin-current can induce a non-
linear response in GaAs in the form of a non-zero per-
turbative second-harmonic generation along specific di-
rections [27, 28]. It is therefore interesting to ask if
HHG in solids could be used to measure spin currents.
In Ref. [29], authors investigated theoretically the opti-
cal and spin harmonics emitted from iron monolayers,
showing that the spin current displays a similar har-
monic structure as the HHG obtained from the charge
current. Whereas they showed that the spin current also
exhibit non-perturbative harmonics that depends on the
specific symmetries of their system, a discussion on how
the HHG is directly influenced by the spin current re-
mains elusive. To answer this question, we derived here
the exact equation of motion of the physical charge cur-
rent starting from a locally U(1)×SU(2) gauge invariant
Hamiltonian,[30, 31] including spin-orbit coupling.

The outline of this paper is as follows. First, in Sec. II,
we give the details of the ab initio method used to model
the electron dynamics in Na3Bi and we discuss some of
its electronic properties. Then, in Sec. III, we study the
strong-field electron dynamics in Na3Bi, focusing on the
effect of spin-orbit coupling on its strong-field response.
In Sec. IV, we present the derivation of the equation of
motion of the conserved charge current for a U(1)×SU(2)
locally gauge-invariant Hamiltonian, including necessary
relativistic corrections. In particular, we obtain, in the
lowest order in 1/c a new formula for HHG in presence of
spin-orbit coupling for non-magnetic materials. Finally,
we draw our conclusions in Sec. V.

II. METHOD

Calculations were performed using an in-plane lattice
parameter of a =5.448 Å and an out-of-plane lattice pa-
rameter c =9.655Å taking as the structure the one of
Ref. [19], a real-space spacing of ∆r = 0.36 Bohr, and a
28 × 28 × 15 k-point grid to sample the Brillouin zone.
We employ norm-conserving fully relativistic Hartwigsen-
Goedecker-Hutter (HGH) pseudo-potentials, and we in-
cluded spin-orbit coupling unless stated differently. In
all the calculations, the ions are kept fixed and the cou-
pled electron-ion dynamics is not considered in what fol-
lows. For such few-cycle driver pulses, the HHG spectra
from solids have been shown to be quite insensitive to the
carrier-envelope phase (CEP), which is therefore taken to
be zero here. We consider a laser pulse of 25 fs duration
(FWHM), with a sin-square envelope for the vector po-
tential. The carrier wavelength λ is 2100 nm, correspond-
ing to a carrier photon energy of 0.59 eV and the inten-
sity of the laser field is taken to be I = 4× 1011W.cm−2

in matter. The time-dependent wavefunctions and cur-
rent are computed by propagating Kohn-Sham equations
within TDDFT, as provided by the Octopus package. [32]
The time-dependent Kohn-Sham equation within the adi-
abatic approximation reads

i~
∂

∂t
|ψn,k(t)〉 =

[ (p̂ + eA(t)/c)

2m
+ v̂ext + v̂H[n(r, t)]

+v̂xc[n(r, t)] + v̂NL

]
|ψn,k(t)〉,(1)

where |ψn,k〉 is a Pauli spinor representing the Bloch state
with band index n, at the point k in the Brillouin zone,
v̂ext is the electron-ion potential, A(t) is the external vec-
tor potential describing the laser field, v̂H is the Hartree
potential, v̂xc is the exchange-correlation potential, and
v̂NL is the non-local pseudopotential, also describing the
spin-orbit coupling. In all our calculations, we employed
the adiabatic local density approximation functional for
describing the exchange-correlation potential.
From the time-evolved wavefunctions, we computed the
total electronic current j(r, t),

j(r, t) =
1

2m

∑
n

<
[
ψ∗n(r)(p̂ + eA(t)/c)ψn(r)

]
, (2)

and from it, the HHG spectrum is directly obtained as

HHG(ω) =

∣∣∣∣FT
( ∂
∂t

∫
dr j(r, t)

)∣∣∣∣2 , (3)

where FT denotes the Fourier transform.
The total number of electron excited to the conduc-
tion bands (nex(t)) can be obtained by projecting the
time-evolved wavefunctions (|ψn(t)〉) on the basis of the
ground-state wavefunctions (|ψGS

n′ 〉)

nex(t) = Ne −
1

Nk

occ.∑
n,n′

BZ∑
k

|〈ψn,k(t)|ψGS
n′,k〉|2, (4)
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where Ne is the total number of electrons in the system,
and Nk is the total number of k-points used to sample
the BZ. The sum over the band indices n and n′ run over
all occupied states.

III. RESULTS

Using our ab initio TDDFT framework, we study HHG
in bulk Dirac semimetals, taking Na3Bi as a prototypical
material. Its crystalline structure is shown in Fig. 1 a). A
key feature to describe the electronic structure of Na3Bi
is the SOC. The effect of SOC on the bandstructure of
Na3Bi is also shown in Fig. 1. Without it, Na3Bi is metal-
lic, but does not display Dirac points at the Fermi energy,
whereas SOC leads to the appearance of two Dirac cones
at the Fermi energy, located at (0, 0,±0.28π/c), in good
agreement with the measured position of the Dirac cones
in pristine Na3Bi[20].

y x

z

Na

Bi

a) b) c)

FIG. 1. a) Structure of bulk Na3Bi. b) Band dispersion of
Na3Bi along the ky direction, for kx = 0 and kz = 0.14π/c,
where c is the out-of-plane lattice parameter. c) Band disper-
sion of Na3Bi along the kz direction, for kx = kz = 0. The
vertical lines indicate the position of the two Weyl points.
The dashed lines represent the bandstructure without SOC.

A. HHG spectra

We start by analyzing the harmonic response of the
Na3Bi when excited by linearly-polarized and circularly-
polarized laser fields, with both y− z and x− y polariza-
tion planes, as shown in Fig. 2.
Clear odd-structure harmonics are obtained in both
cases, and few points can be noticed directly: i) the inten-
sity of the harmonics emitted from a circularly-polarized
driver is not really much smaller than the one obtained
for a linearly-polarized driver. In fact, for a laser polar-
ized in the x− y plane (Fig. 2b)) the harmonic emission
is even stronger for the circularly-polarized driver. ii)
the two polarization planes lead to qualitatively differ-
ent results. Indeed for the y − z plane, all odd harmon-
ics are obtained for a circularly-polarized driver whereas

for the x − y case, we observe two consecutive odd har-
monics over three, the last one been suppressed, which
means we observe harmonics 5, 7 but not 9, and so on.
While this result looks surprising at first glance, it is only
the result of selection rules [33] for different symmetries
of the different polarization planes, as already discussed
and confirmed experimentally by some of us [6, 34] and
others [35]. Indeed, in the case of the x− y polarization
plane, the six-fold lattice symmetry leads to the suppres-
sion of the third harmonics, whereas the fifth and the
seventh are not forbidden [33], as observed for instance
in quartz [34]. In the case of the y − z polarization, the
four-fold symmetry leads to odd harmonics with alternat-
ing ellipticity, as observed in silicon or bulk MgO [6, 34].

a)

b)

FIG. 2. Harmonic spectra obtained for linearly-polarized
driving field (black curves) and for circularly-polarized driving
field (red lines) for a) the y− z polarization plane, and b) the
x− y polarization plane.

B. Electron dynamics and SOC

We now turn our attention to the number of electron
excited by the laser pulse. In an ionization process, the
bandgap plays a key role in the excitation, and the ion-
ization rate depends exponentially on it. We therefore
expect that the number of excited electrons strongly de-
pends on the details of the solid bandstructure in the
case of interband ionization (Zener tunneling). In order
to reveal the role of SOC on the ionization, we computed
the number of excited carriers in Na3Bi for a linearly-
polarized laser, as well as a left-hand-side (LHS) circu-
larly polarized laser field, as shown in Fig. 3 for the same
intensity. This plot shows clearly that more electrons
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are excited to the conduction bands when the SOC is
included, and that this does not really depend on the
polarization state of the light (see bottom panel). In
the case of the linearly polarized case, we observe clear
virtual excitations at twice the frequency of the laser
field, whereas in the circularly-polarized case, these os-
cillations are not present. This can be understood as
follow: in the circularly-polarized case, electrons are ion-
ized twice more often than in the linearly polarized case
during the laser pulse, every time each components of
the field reaches an extrema. Moreover, because the
field strength along each direction is reduced by a factor
1/
√

(2) for a circularly-polarized laser compared to the
linearly-polarized case, ionization is roughly reduced by
the same amount. This is what we expect from single-
photon ionization through interband excitation. After
the end of the pulse, the two pulses have still excited
similar amount of electrons. However, the contribution
from the SOC, shown in Fig. 3c) does not show a depen-
dence on the polarization state nor the strength of the
driver during the laser pulse, as it is almost identical for
both linearly and circularly-polarized laser pulses, whose
field strength differ by a factor 1/

√
(2). We interpret this

as originating not from interband transitions, but from
an intraband acceleration of carriers, through the Dirac
points that appear when SOC is included.

C. Effect of SOC on the charge and spin currents

Spin-orbit coupling is a key physical ingredient needed
to properly describe the topological nature of Na3Bi.
It is therefore interesting to investigate how much the
strong-field electron dynamics is affected by the present
of SOC. As discussed in the introduction, the spin-orbit
coupling introduces a spin-dependent gauge vector field
A = ~

4mcσ×∇V . This leads to a different velocity of the
electrons, depending on their spin. This directly implies
that alongside with a charge current, there will be spin
currents generated by the intense driving field when SOC
is included.
We therefore computed both the charge current and the
spin-current induced by the laser field, defined in second
quantization as

Ĵij(x) = − i~
2m

[
ψ̂†(x)σ̂i(∇jψ̂(x))− (∇jψ̂(x))†σ̂iψ̂(x)

]
,

(5)
where σ̂i are the Pauli matrices.
The first question that one could rise is how important
are these spin currents, compared to the magnitude of
the charge current, especially for a nonmagnetic material
like Na3Bi. We found that the magnitude of the non-zero
components of the macroscopic spin currents (Jxx, Jzx,
Jyy, and Jyz for a laser circularly polarized in the y − z
plane, Jzx, Jzy, Jxz, Jyz for a laser circularly polarized in
the x− y plane) all have very similar magnitude, and we
found that this magnitude is only half of the magnitude
of the charge current, as shown in Fig. 4 for the case of a

a)

b)

c)

FIG. 3. Number of excited electrons for a) a linearly-
polarized laser field along the y axis, and b) a LHS circularly-
polarized laser pulse with a major axis along the y axis (mid-
dle panel), for an intensity in matter of I0 = 4×1011W.cm−2.
In each panel, the blue curve corresponds to the result without
SOC and the shaded area corresponds to the result including
SOC. c) shows the difference in the number of excited elec-
trons induced by SOC, for the linearly polarized and for the
circularly polarized cases. In a) and b), the time evolution of
the vector potential is shown in black.

circularly-polarized driver. As expected, we obtain that
without spin-orbit coupling, no spin currents are induced
in the material. This shows that strong driving fields
can generate very efficiently spin currents, even when
the electrons with different spin “feel” the same band-
structure. We found (not shown here) that the harmonic
spectra of the different components of the spin currents
display an odd-harmonic structure, and exhibit the same
energy cutoff as the charge current, in agreement with
the results of Ref. [36] for Rashba and Dresselhaus mod-
els of SOC. The direct connection between spin currents
and charge current, and thus HHG, is derived analyti-
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cally and discussed in Sec. IV, and we therefore focus in
the following of this section on the effect of the SOC on
harmonic response of the charge current.

As shown in Fig. 4, the SOC modifies the dynamics

a)

b)

c)

FIG. 4. a) Calculated charge current along the y axis, for a
RHS circularly-polarized driver in the y − z plane with and
without SOC. b) and c) show respectively the Jyz and Jzx
components of the corresponding spin current. See the main
text for more details.

charge current. In fact, it reduces the harmonic response
of the material, as shown in the HHG spectra, see Fig. 5.
Indeed, we obtain that SOC increases the linear response
of the material while decreasing the yield of the harmon-
ics for both polarization considered here. This is counter-
intuitive, as we showed before that the SOC leads to more
electrons excited in the conduction bands. This directly
show that we cannot simply understand the effect of SOC
on the basis of a modified band structure, but that we
need to take into account how SOC reshape the electrons’
dynamics within these bands. The effect of the SOC on
the electron dynamics can be better understood from the
individual contribution of each spin channel to the charge
current (j(r, t) = j↑↑(r, t)+ j↓↓(r, t)). As shown in Fig. 6,
the spin-dependent effective magnetic field induced by
the SOC leads to a transverse motion of each individual
spins, thus leading to an elliptically polarized emission
from the individual spin channels, even for a linearly-
polarized electric field. As the effective magnetic field
flips sign for each spin channel, the current associated
with each of the two spin channels are of opposite ellip-
ticity. However, because spins are degenerate in Na3Bi,
the transverse currents associated with each spin chan-
nel cancel each other, and no net transverse current is
obtained for a linearly polarized driving field.

a)

b)

FIG. 5. Calculated HHG spectra with (red curves) and with-
out SOC (blue curves) for a) a laser RHS circularly polarized
in the y− z plane, and b) a laser linearly polarized along the
y axis.

The component of the spin-resolved current along the
direction of the laser is also modified, as shown in Fig. 4.
However, this change cannot be easily distinguished from
the change in the electronic band curvature, also induced
by the SOC. This modification of electrons’ velocity also
leads to modified motion of the carriers in the bands, and
we therefore expect a time-delay in the harmonic emis-
sion compare to the case in absence of SOC, due to the
transverse motion of the carriers. This is indeed what we
obtain from our simulations. Indeed, as clearly visible in
the time-frequency analysis plot of Fig. 7, the main emis-
sion event occurs at a later time when SOC is included.
The side structures are also shifted in a similar way. We
found (not shown here) that a similar time delay occurs
for circularly polarized laser fields, confirming that this
effect is present irrespective of the polarization state of
the driving pulse.

Let us now make some connection to some recent re-
sults obtained for the topological phase transition in the
Haldane model. The increase of the number of excited
electrons, as well as a time delay in the emission time of
the harmonics has been identified in this model case as
signatures of non-trivial topological phase in the Haldane
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a)

b)

FIG. 6. Calculated electronic current for the a) up spin
channel, and b) down spin channel for a linearly-polarized
laser field along the y axis. The time profile of the vector
potential is shown in red.

model[11], and the origin of these changes was associ-
ated to the Berry curvature of the material. Our results
show that similar effects are obtained if we include SOC,
in a material which has no Berry curvature. The rea-
son for this is that the Berry curvature can be seen as
a momentum-space effective magnetic field [37], which
therefore also affects carriers trajectories [38]. How elec-
trons evolve in materials having both SOC and Berry
curvature, and which effect dominates will of course re-
quire more detailed analysis, that goes beyond the scope
of the present work.

IV. EQUATION OF MOTION OF THE CHARGE
CURRENT

The equation of motion of the charge current, in ab-
sence of SOC, has been shown to provide valuable in-
sights, for instance in the context of HHG in solids [5].
Therefore, in this section, we aim at deriving the equa-
tion of motion for the physical charge current, in presence
of spin-orbit coupling.
We first consider the single-particle Pauli Hamiltonian
describing a particle of mass m and charge e in an exter-
nal electromagnetic field,

ĥ(t) =
1

2m
Π̂

2
(t)− eV (t) +

e~
2mc

B(t). σ̂

+
e~

8m2c2
[
Π̂(t). (σ̂ ×E(t)) + (σ̂ ×E(t)). Π̂(t)

]
, (6)

a)

b)

FIG. 7. Time-frequency analysis of the harmonic emission
driven by a linearly-polarized laser field, a) with SOC, and b)
without SOC. The width of the Gabor transform is taken as
a third of the period of the laser pulse. The time profile of
the driving laser field is also shown as a solid line.

where the canonical momentum is given by Π̂(t) =
~
i∇ + e

cA(t), the magnetic field B(t) is given by B(t) =
∇ ×A(t), where A(t) is the vector potential of the ex-
ternal field, and the electric field is given by E(t) =
−∇V (t) − 1

c∂tA(t), with V the external scalar poten-
tial acting on the electrons. The first two terms describe
respectively the kinetic energy and the potential energy
of the particle. The third one is the Zeeman term, and
the last one corresponds to the spin-orbit coupling term.
Importantly, the SOC contained in Eq. 6 allow for de-
scribing the part of the spin-orbit coupling induced by
the light, which is responsible for important physical ef-
fects, such as the inverse Faraday effect [39].
While the previous Hamiltonian has been considered in
many theoretical work, it is possible to obtain a local
U(1)×SU(2) symmetry by including a term of the higher
order O(1/m3) as explained in Ref. 30. The motivation
for this choice lies in the fact that this will allow us later
to define a U(1) × SU(2) gauge-invariant spin-current,
which we defined in this work as the physical spin current.

For this, we add the term e2~2

32m3c4 (σ̂×E(t)). (σ̂×E(t)) =
e2~2

16m3c4 |E(t)|2, which is half of the corresponding term
in the Foldy-Wouthuysen expansion [30]. Doing so, one
arrives to a locally U(1)× SU(2) gauge-invariant single-
particle Hamiltonian

ĥ(t) =
1

2m

[
Π̂(t)+

e~
4mc2

(σ̂×E(t))
]2
−eV (t)+

e~
2mc

B(t). σ̂ ,

(7)
which is the one we consider in the following.
In second quantization, all operators are expressed in

terms of the field operators ψ̂(x) and ψ̂†(x). The many-

body Hamiltonian Ĥ(t) consists of the time-dependent
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one-body part ĥ(t) and the particle-particle interaction
term w(x,x′), and reads as

Ĥ(t) =
∑
σσ′

∫
drψ̂†(r, σ)hσσ′(r, t)ψ̂(r, σ′)

+
1

2

∫
dx

∫
dx′w(x,x′)ψ̂†(x)ψ̂†(x′)ψ̂(x′)ψ̂(x) . (8)

We now define the operators

t̂(x) =
~2

2m
(∇ψ̂(x))†(∇ψ̂(x)) ,

n̂(x) = ψ̂†(x)ψ̂(x) ,

m̂(x) = ψ̂†(x)σ̂ψ̂(x) ,

ĵ(x) = − i~
2m

[
ψ̂†(x)(∇ψ̂(x))− (∇ψ̂(x))†ψ̂(x)

]
,

Ĵ(x) = − i~
2m

[
ψ̂†(x)σ̂(∇ψ̂(x))− (∇ψ̂(x))†σ̂ψ̂(x)

]
,

which are respectively the kinetic energy, density, mag-
netization, current and spin-current operators.
In order to derive the equation of motion of the different
observable, we start by writing the equation of motion of
the creation and annihilation operators in the Heisenberg
picture[40]

i~
d

dt
ψ̂(x, t) =

∑
σ′

hσσ′(x,−i
−→
∇, t)ψ̂(x, σ′, t)

+

∫
dx′w(x,x′)n̂(x′)ψ̂(x, t) , (9)

and

i~
d

dt
ψ̂†(x, t) = −

∑
σ′

ψ̂†(x, σ′, t)hσ′σ(x, i
←−
∇, t)

−
∫
dx′w(x,x′)ψ̂†(x, t)n̂(x′) . (10)

Following Ref. 40, we split the equation of motion of the
field operators in terms of a contribution without any ex-
ternal potential nor field, and the part containing them.

We obtain that

i~
d

dt
ψ̂(x, t) = i~

d

dt
ψ̂(x, t)

∣∣∣
V=A=0

+
ie

2mc

∑
p

[
2Ap(t)∂p + (∂pAp(t))

]
ψ̂(x, t) + uψ̂(x, t)

+
e~

8m2c2
[
Π̂(t). (σ̂ ×E(t)) + (σ̂ ×E(t)). Π̂(t)

]
ψ̂(x, t) +

e~
2mc

B(t). σ̂ψ̂(x, t) , (11)

and

i~
d

dt
ψ̂†(x, t) = i~

d

dt
ψ̂†(x, t)

∣∣∣
V=A=0

+
ie

2mc

∑
p

[
2Ap(t)∂p + (∂pAp(t))

]
ψ̂†(x, t)− uψ̂(x, t)

− e~
8m2c2

[
Π̂
∗
(t). (σ̂ ×E(t)) + (σ̂ ×E(t)). Π̂

∗
(t)
]
ψ̂†(x, t)− e~

2mc
B(t). σ̂ψ̂†(x, t) , (12)

where we defined

u = −eV (x, t) +
e2

2mc2
|A(x, t)|2 − e2~2

16m3c4
|E(x, t)|2 . (13)

Before obtaining the equation of motion for the physical
charge current, we first need to define it. Such definition
can be obtained from the continuity equation, which de-
fines the conserved charge current for a given Hamilto-
nian. After some algebra, we arrive to the equation of
motion of the charge density, the continuity equation,

∂

∂t
n̂(x, t) = −∇. (̂j(x, t) + ĵd(x, t) + ĵSO(x, t)) . (14)

where the physical, conserved, charge current in presence
of spin-orbit coupling, contains the paramagnetic current

(̂j), the diamagnetic current (̂jd), and a spin-orbit cur-

rent, ĵSO(x, t) = e~
4m2c2 m̂×E(t).

This equation determines the physical conserved current
up to a rotational part. However, as we are interested

in the time-derivative of the macroscopic current (source
term of the Maxwell equations), this rotational part of
the current is irrelevant, and in the following, we use
Eq. 14 to define the physical current associated with the
Hamiltonian of Eq. 7.
In order to obtain the equation of the conserved total

physical current ĵphys = ĵ + ĵd + ĵSO, we need the equa-
tion of motion of the magnetization density and of the
paramagnetic current. Following the same approach as
for the charge density, we obtain the equation of motion
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of the k component of the magnetization density

∂

∂t
m̂k(x, t) = −

∑
p

∂p

[
Ĵphys,kp

]
+

e

mc

∑
qr

εkqrBqm̂r

+
e

2mc2

∑
p

[
EpĴphys,pk − EkĴphys,pp

]
,(15)

where, by analogy to the continuity equation for the
charge, we can defined a physical spin current as

Ĵphys,kp =
[
ĴH,kp+

e

mc
m̂H,kAp−

e~
4m2c2

∑
r

εkprErn̂H

]
,

(16)
where we recognize a paramagnetic, a diamagnetic, and
a spin-orbit spin current. The motivation for this def-
inition lies in the fact that the spin current defined in
Eq. 16 is a mixed space and spin quantity, which is for
our definition locally U(1)×SU(2) gauge invariant. This
symmetry is the same as the one of the Hamiltonian of
Eq. 7 and motivates us to use this expression to define the
physical spin current, in the same way that the physical
charge current, which is a spatial quantity only, is invari-
ant under U(1) gauge transformation. Here εijk denotes
the Levi-Civita symbol.
The equation of motion of the paramagnetic current is

found to be

∂

∂t
ĵk,H(x, t) = −

∑
p

∂pT̂pk,H − Ŵk,H

− 1

m
(∂kw(x, t))n̂H(x, t)− e~

2m2c

∑
p

∂k(Bp)m̂p,H

− e

mc

∑
p

[
∂p

(
Apĵk,H +

~
4mc

∑
q,r

εpqrErĴH,qk

)
+(∂kAp)

[
ĵp,H +

e~
4m2c2

∑
q,r

εpqrm̂q,HEr

]
+

~
4mc

∑
q,r

εpqr(∂kEr)
[
ĴH,qp +

e

mc
Apm̂q,H

]]
,(17)

where T̂pk is the so-called momentum-stress tensor [40]

T̂pk =
1

2m2

[
(∂kψ̂

†)(∂pψ̂) + (∂pψ̂
†)(∂kψ̂)− 1

2
∂k∂pn̂

]
,

(18)

while the operator Ŵk is defined by [40]

Ŵk(x, t) =
1

m

∫
dx′ψ̂†(x)ψ̂†(x′)(∂kv(x− x′)ψ̂(x′)ψ̂(x) .

(19)

Putting everything together, we get the following expression for the equation of motion of the physical charge
current

∂

∂t
ĵphys,k(x, t) = −

∑
p

∂p

[
T̂pk +

e

mc
(Apĵk,H + ĵphys,pAk) +

e~
4m2c2

∑
qr

(εkqrĴphys,pqEr + εpqrĴqkEr)
]

−Ŵk −
e2~

4m3c3

[
(mH ×B)×E

]
k

− e

m

[
n̂E +

1

c
ĵphys ×B

]
k

+
e~

4m2c2

[
m̂× ∂tE

]
k
− e~

2m2c

∑
p

m̂p

(
∂k(Bp)

)
+

e~
4m2c2

∑
pqr

Ĵphys,pq

[
εkpr∂q − εqpr∂k + εkqr

e

2mc2
Ep

]
(Er) . (20)

It is clear that this equation of motion contains many different contributions, which are not easy to analyze. In fact,
it is easier to analyze the equation of motion of the macroscopic charge current, which this is the source term of
Maxwell equation, and therefore represent the emitted electric field. In a periodic system, the interaction term Ŵ ,
as well as the divergences (first term in Eq. 20) vanish, and therefore we obtain for the macroscopic average of the

physical charge current, denoted 〈ĵphys,k(t)〉, that is easier to analyze

∂

∂t
〈ĵphys,k(t)〉 =

∫
Ω

dx

(
− e

m

[
n̂E +

1

c
ĵphys ×B

]
k

+
e~

4m2c2

[
m̂× ∂tE

]
k

− e2~
4m3c3

[
(mH ×B)×E

]
k

− e~
2m2c

∑
p

m̂p

(
∂k(Bp)

)
+

e~
4m2c2

∑
pqr

Ĵphys,pq

(
εkpr∂qEr − εqpr∂kEr +

e

2mc2
εkqrEpEr

))
. (21)

Equation 21 is nothing but a force-balance equation, and
the right-hand-side terms are the external forces acting

of the electrons. We directly identify the first term as the
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Lorentz force. In absence of spin-orbit coupling, this is
the only force term present in the equation of motion of
the macroscopic charge current. The third term appears
only when an electric field and a magnetic field coexist
(see Ref. [26] and references therein). The fourth term
is a spin force that appears in presence of a non-uniform
magnetic field. This term was first evidence by the Stern
and Gerlach experiment. The second term, which relates
the magnetization of the electron to the external electric
field, is also related to non-uniform magnetic field, if we
assume that the external field fulfill Maxwell equations.
Finally, we also get a spin transverse force given by the

term
[
E◦〈Ĵphys〉

]
×E (here “◦” means a dot product on

the spin index), which was discussed in Ref. [26]. This
force is proportional to the square of the electric field, and
the spin current whose polarization is projected along the
electric field. This force is the counterpart of the force
acting on a charged particle in a magnetic field j×B, in
which the spin current replaces the charge current, and
the electric field replaces the magnetic field.
In order to proceed with the analysis of the equation of
motion, we split the electric-field E into a contribution
from the electron-ion potential vext, which we assume
to be time independent (ions are clamped), and a part
originating from the laser field El, assumed to be uniform
(dipole approximation). Moreover, we assume that no
external magnetic field is present. This leads to three
contributions:
i) a part coming from the laser field

∂

∂t
〈̂jlaser(t)〉 = − e

m
NeEl +

e~
4m2c2

〈m̂〉 × ∂tEl

+
e2~

8m3c4

[
El ◦ 〈Ĵphys〉

]
×El , (22)

ii) an external part, from the electron-ion potential

∂

∂t
〈ĵext,k(t)〉 = −

∫
Ω

dx

(
e

m
n̂
[
∇vext

]
k

− e~
4m2c2

∑
pqs

Ĵphys,pq

[
(εkps∂q∂svext)− (εqps∂k∂svext)

+
e

2mc2
εkps(∂qvext)(∂svext)

])
,(23)

and iii) a part containing cross terms coupling the
electron-ion potential to the laser field

∂

∂t
〈̂jcross(t)〉 =

e2~
8m3c4

∫
Ω

dx

([
El ◦ Ĵphys

]
× (∇vext)

+
[
(∇vext) ◦ Ĵphys

]
×El

)
.(24)

Let us analyze the terms we are getting. The first term
of the laser contribution is the remaining of the Lorentz
force. It is present without spin-orbit coupling but is
not responsible for any harmonic, as it only contains the
frequency components of the external laser field. The sec-
ond term is related to the macroscopic magnetization of
the system. In a non-magnetic material, such as Na3Bi,
this term vanishes. Finally, we get an high-order term
coming from the spin transverse force. We implemented
this term, as it is not taken care by the pseudopotentials
as this is the case for the usual SOC, and checked that
it is indeed numerically negligible. The cross terms con-
tain high-order contribution (O(1/c4)), and are therefore
negligible here. Finally, we turn our attention to the ex-
ternal contributions. As a first term, we obtain the part
coming from the Lorentz force, plus a high-order deriva-
tive of the electron-ion potential, that can be interpreted
as a mass renormalization term. Given that this is also
a high-order term, we also neglect it. In fact, among all
the SOC-related s, only the second part of Eq. 23 con-
tains a term that does not scale as 1/c4 but as 1/c2 for
non-magnetic materials. This term is therefore expected
to be the dominant contribution when SOC is included.

This leads to the lowest order in 1/c and for a non-magnetic materials such as Na3Bi, to a modified expression for
HHG in presence of SOC

HHG(ω) ∝
∑
k

∣∣∣∣∣FT

{∫
Ω

d3rn(r, t)∂kvext(r) +
~

4mc2

∑
pqs

Ĵphys,pq(r, t)
[
εkps∂q∂svext(r)− εqps∂k∂svext(r)

]}
+NeE(ω)

∣∣∣∣∣
2

.(25)

This expression is the main result of this section. It
provides important physical insights into the effect of
the spin-orbit coupling on HHG in non-magnetic materi-
als. Indeed, this shows that the spin current is a source

term for the equation of motion of the charge current,
and therefore directly imprints into the emitted harmonic
light. More precisely, we note that only the microscopic
fluctuations of the spin current contribute to this new
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term, and hence the HHG cannot be directly used as a
probe of macroscopic spin currents. This formula offers
an alternative perspective to the effect of the SOC on the
strong-field response of bulk materials. The SOC does
not simply modifies the HHG by affecting the bandstruc-
ture of the materials, it also couples the charge current
dynamics to the one of the spin current. This is the direct
consequence of the change in velocity of the electrons, in-
duced by the effective SU(2) gauge vector potential. Fi-
nally, let us comment on the fact that we considered here
a non-magnetic material. If the material is magnetic, our
equation of motion Eq. 21 contains another contribution
to the lowest order in the relativistic corrections, which
deserves to be investigated, in particular in presence of
demagnetization. Some of the higher-order contributions
are also leading to harmonic emission along different di-
rections, where there should not be any emission if SOC
is emitted and terms containing an electric field will lead
to even-order harmonic emission. Therefore one might
be able to measure these terms independently of the rest
of the systems’ response. A similar idea was already used
to measure an effective Berry curvature in quartz from
the measured HHG spectra [41], and our equation of mo-
tion offers many directions to use a similar logic to probe
microscopic details of spin and charge current. We plan
to investigate the precise role of these different terms in
future works.

V. CONCLUSION

In conclusion, we investigated the effect of the SOC
on the strong-field electron dynamics in the topologi-
cal Dirac semimetal Na3Bi. We showed that the SOC
affects the strong-field response by modifying the elec-
tronic band-structure of the material, which controls the
injection of carriers to the conduction bands. Beside, we
showed that the SOC modifies the velocity of the elec-
trons in the bands by acting as a spin-dependent effective
magnetic field. As a consequence, the spin-resolved elec-
tronic current becomes elliptically polarized, even for a
linearly-polarized pump laser field. This modified trajec-
tories modify the motion of the carriers, and lead to a
time delay in the harmonic emission. We then derived
the equation of motion of the total charge current from
a locally gauge-invariant U(1)×SU(2) Hamiltonian prop-
erly describing the spin-orbit coupling in presence of a
light field. From this, we showed that the SOC couples
the charge current to the spin current, and we derived a
novel formula for the HHG, including to the lowest order
relativistic corrections. This relation between charge and
spin currents opens interesting perspectives for the opti-
cal spectroscopy of spin currents. Moreover, our equation
of motion Eq. 21 can be applied to other materials, such
as magnetic materials, for which other relativistic correc-
tions might play a dominant role.
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