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Conduction mechanisms and magnetotransport in multiwalled carbon nanotubes
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We report on a numerical study of quantum diffusion overmm lengths in defect-free multiwalled nanotubes.
The intershell coupling allows the wave packet spreading over several shells, and when their periodicities
along the nanotube axis are incommensurate, electronic propagation is shown to follow a nonballistic law if a
sufficient number of shells are involved in conduction. This results in magnetotransport properties which are
exceptional for a disorder free system.
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I. INTRODUCTION

Carbon nanotubes are remarkable for their structure
electronic properties, and seem promising for molecular e
tronic devices.1–3 Single-walled carbon nanotubes~SWNTs!
can be either metallic or semiconducting depending on t
helicity, i.e., how the graphene sheet is rolled up.2 Experi-
mentally, metallic SWNTs are very good conductors, exh
iting ballistic transport.3,4 Disorder in these systems is ve
weak leading to mean free path in themm range.5

Multiwalled nanotubes~MWNTs! have a complex struc
ture that consists of several coaxial shells. Their electro
properties are complicated and less understood.6 Indications
for ballistic transport have been reported in some MWNT7

but the interpretation of quantized conductancen(2e2/h)
with half-integer values ofn is controversial. Some author
propose an effect of contact between electrode and
nanotube8 whereas others show that transport through sev
shells is essential.9 Many evidences for diffusive regime an
quantum interferences effects are also found in ot
experiments.4,10,11 This has been interpreted as a result
scattering by structural or chemical disorder, with a me
free path which has to be several orders of magnitude sm
than in SWNTs. Even in the limit of vanishingly small dis
order, this raises fundamental questions such as the fol
ing: how many shells contribute to transport, is it just t
outer shell that carries current or are inner shells importa
Is electronic transport always ballistic in the defect-fr
MWNTs?

In this paper, we report a theoretical study of quant
diffusion on them-meter scale fordisorder-freeMWNTs.
The effect of the interlayer coupling on the propagation
the wave packets is analyzed. When the different shells
riodicities along the nanotube axis are, incommensurate,
system probed by the electron is not periodic, and we sh
that this yieldsintrinsic nonballistic transport if sufficien
number of shells participate in conduction. The con
quences of this anomalous propagation on the magneto
ductance, are investigated for a magnetic field parallel to
nanotube axis. In particular, a negative magnetoresistanc
low field is found, as well as oscillations of the conductan
which are periodic with the magnetic fluxF through each
tube with a periodicityF0/2 (F05hc/e is the quantum
0163-1829/2001/64~12!/121401~4!/$20.00 64 1214
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flux!. This offers an alternative explanation of the expe
mental results of Bachtoldet al.11 without assuming strong
disorder.

Our model Hamiltonian is a tight-binding one which
believed to provide a good description of the electro
structure of MWNTs. In this model, onep'-orbital per car-
bon atom is kept, with zero onsite energies, whereas cons
nearest-neighbor hopping on each layern ~nn!, and hopping
between neighboring layers~nl! are defined by12

H5g0F (
i , j n.n.

up'
j &^p'

i uG
2bF (

i , j Pn.l .
cos(u i j )e

~di j 2a!/dup'
j &^p'

i uG
whereu i j is the angle between thep'

i and p'
j orbitals, and

di j denotes their relative distance. The parameters used
areg052.9 eV,a53.34 Å, andd50.45 Å.12 In this tight-
binding approach, the differences between SWNTs a
MWNTs stem from the parameterb, as the limitb50 cor-
responds to uncoupled shells. An estimate givesb.g0/8,12

but in order to get insight into the effect ofb on transport
properties, the cases 0<b<g0 have been considered. Syn
thetized MWNTs contain typically a few tenths of inner la
ers but due to computer limitations, we have restricted
study to two- and three-wall nanotubes, taking the intersh
distance of 3.4 Å as in graphite.

By means of a powerful O~N! method based on a deve
opment of the operator exp(2iHt/\) in a basis of orthogona
polynomials,13 the time-dependent Schro¨dinger equation for
the evolution of wave packets~WPs! uc& up to large time, is
solved. This allows us to calculate the spreading of the W
defined asLc(t)5$^cu@X̂(t)2X̂(0)#2uc&%1/2 over micron
length scales@X̂(t) is the position operator along the tub
axis in the Heisenberg representation#. We also define the
time-dependent diffusion coefficients, byDc(t)5Lc(t)2/t.
Dc(tf) is the diffusivity along the nanotube axis, if attf the
electronic wave function looses its phase memory due
some inelastic scattering. The diffusion coefficient attf is
also connected to the Kubo conductivity s
5(e2/h)r^D(tf)&, where r is the density of states, an
©2001 The American Physical Society01-1
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^D(tf)& the average of diffusion coefficients for WP close
the Fermi level.14 The wave packetsuc& are chosen localized
on single sites of the nanotube at initial time, and by av
aging over many sites, we obtain energy-averaged trans
properties. The average spreadingL(t) and the average dif
fusion coefficient D(t) are defined byL(t)5A^Lc

2(t)&
5AtD(t), where ^ & denotes an average over many wa
packets. This provides a good qualitative picture of wa
packet propagation in MWNTs constituted of conducti
shells. Note that experimental results suggest that Fermi
ergies away from the charge neutrality point are relevant.15,16

Recently, Krüger et al. obtained variations of the Fermi en
ergy of 61 eV, corresponding to 10–15 conducting cha
nels instead of two per metallic layer.16

An essential geometrical observation is that depending
their helicities (n,m), two shells of a given MWNT are com
mensurate~respectively incommensurate!, if the ratio be-
tween their respective unit cell lengthsT(n,m) along the tube
axis is a rational~respectively irrational! number.2 From geo-
metrical considerations, one expects that incommensu
structures are more likely than commensurate structures
shown in this work, this issue has deep consequences o
conduction mechanism intrinsic to pure MWNTs.

As representative cases of commensurate systems
have considered (9,0)@(18,0) and (6,6)@(11,11)@(16,16)
(T(9,0)5T(18,0)53acc and T(6,6)5T(11,11)5T(16,16)5A3acc ,
whereacc51.42 Å is the interatomic distance between c
bon atoms!. As representative cases of incommensurate s
tems, we have considered (9,0)@(10,10) and
(6,4)@(10,10)@(17,13) (T(6,4)53A19acc , T(10,10)

5A3acc , andT(17,13)53A679acc!.

II. INTERLAYER ELECTRONIC TRANSFER

The spreading of a WP, initially localized at one site
the outer shell, is followed on the different shells~Fig. 1!.

FIG. 1. Temporal repartition of the wave packet over the th
shells. The initial state is localized on the outer shell@~16, 16! or
~17, 13!#. Time is in\/g0 units andb5g0/3.
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Only two representative cases of three-wall systems are
ported. In commensurate systems, a rapid change in
weight of the wavefunction on each shell is followed by
relaxation at the time scale oft l l ;\g0 /b2, in good agree-
ment with the Fermi Golden Rule. By changing the amp
tude ofb in the range@g0/8,g0#, the expected scaling form
of t l l is checked. Note that for two electrodes separated
1 mm and assuming ballistic transport with a Fermi veloc
of 106 ms21, the corresponding time ist;4500\/g0. This
is two orders of magnitude larger thant l l ~for b5g0/8), and
points towards an important contribution of interwall co
pling in experiments. In the incommensurate systems, a c
tinuous decay from the outer shells to the inner shells is a
found with similar characteristics.

III. QUANTUM DIFFUSION ALONG THE NANOTUBE
AXIS

A fundamental difference between commensurate and
commensurate systems is manifested in the quantum d
sion properties~Fig. 2!. In commensurate systems,L(t) is
found to follow a ballistic law:L(t)5vt→D(t)5v2t. This
is expected on the basis of band structure theory for perio
systems. The velocityv.53105 ms21, deduced numeri-
cally, is close to the averaged Fermi velocity of one isola
shell. It is nearly independent onb and depends weakly o
the shells constituting the MWNT.

In the two-wall incommensurate system, we observe
anomalous diffusionL(t);th, h50.88 ~Fig. 2!, for b
5g0/3, intermediate between ballistic (h51) and diffusive
(h51/2) motions. Anomalous diffusion laws are also o
served in quasiperiodic systems, which present a partic
repetitivity of local environnements.13,17

In the three-wall incommensurate systems, a saturatio
the diffusion coefficient is seen at large time, which
equivalent to a diffusivelike behavior (L(t);At) as ob-
served in disordered systems. This allows to define an ef
tive mean free pathl̃ e and an effective scattering timet̃e

e

FIG. 2. Main frame: Diffusion coefficients for typical two-wa
and three-wall commensurate and incommensurate MWNTs~for
b5g0/3) as a function of propagation time~in \/g0 units!. Inset:
Same quantity for the (6,4)@(10,10)@(17,13) withb5g0/8.
1-2
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from limt→`D(t)5D05 l̃ ev5v2t̃e , wherev2 is the slope of
D(t) at origin. One can estimates an effective elastic m
free pathl̃ e.35 nm forb5g0/3 ~Fig. 2!.

The striking difference between the two-wall and thre
wall incommensurate cases, with the same Hamiltonian
rametersb and g0, shows that the diffusion regime for in
commensurate MWNTs is very sensitive to the geometr
relation between the different shells and to the number
shells contributing to conduction. Contrary to the case
commensurate systems, in which the quantum diffus
through several shells is ballistic~for all b), the diffusion
law in incommensurate MWNTs is sensitive to the value
b. For example, forb varying betweeng0/3 and g0, the
diffusion exponent for the two-wall varies betweenh
50.88 andh50.75, and the estimated mean free path for
three-wall incommensurate system varies between 35
and 2 nm. Forb5g0/8, the diffusive regime in the three
wall is not reached in the evolution time accessible to
computation~inset of Fig. 2!.

IV. TRANSPORT IN A MAGNETIC FIELD

Applying a magnetic field parallel to the MWNT axis
Bachtoldet al.11 have reported negative magnetoresistanc
low field ~decrease of the resistance with increasing magn
field strength! as well asF0/2 periodic oscillations of the
conductance, well described by the weak localization~WL!
theory.14 They correlate this effect to an intrinsic disord
and assume that the current is carried only by the outerm
shell.

In order to analyze the origin of these experimental
sults, we compare two scenarios. In the first situation~case
I!, similar to the one considered by Bachtoldet al.,11 the
coupling between the outer and inner shells is neglec
This corresponds tob50, which is equivalent to a SWNT. A
substitutional disorder is introduced by a random modulat
of onsite energies in the range@2Vd/2,Vd/2#, in order to
tune the value of the mean free path, sincel e}1/Vd

2 in the
limit of weak scattering.5,19 In the second situation~case II!,
we consider a MWNT withbÞ0 but we neglect disorder.

The magnetic field modifies the Hamiltonian through
Peierls substitution: hopping terms have a field-depend
phaseeiw i j with w i j 5e/h* i

jA dr , whereA is the vector po-
tential. We look atD(tf ,F), where F is the flux of the
magnetic field through the tubes taken identical for all tub
It is sufficient to consider 0,F,F0 since at least aF0
periodicity is expected from gauge invariance.18 We assume
that variations of the diffusivity give the main contribution
magnetoconductance.

V. CASE I

Several types of situations occur depending on the rela
values ofL(tf), l e , andC, which are respectively the ave
age spatial extension of WP at the timetf , the elastic mean
free path, and the circumference of the nanotube~see Fig. 3!.
When l e,C,L(tf), our calculations confirm that the be
havior of D(tf ,F) follows WL theory predictions. The dif-
12140
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fusivity increases at low field~negative magnetoresistanc!
and presents aF0/2 periodic Aharonov-Bohm oscillation
i.e., D(tf ,F1F0/2)5D(tf ,F) ~see Fig. 3!. For a smaller
disorder withl e.C, depending on the value oftf , two dif-
ferent behaviors are obtained. IfL(tf),2l e , then the diffu-
sivity decreases at low field, and aF0 periodic oscillation
dominates the oscillative behavior of the diffusivity, i.e
D(tf ,F1F0)5D(tf ,F) ~inset Fig. 3!. This situation with
large mean free path and irrelevance of backscattering ind
leads to a positive magnetoresistance andF0 periodic oscil-
lation, in agreement with theory.19 WheneverL(tf).2l e ,
although Aharonov-Bohm oscillations remainF0 periodic,
we get a negative magnetoresistance at low magnetic fi
which is consistent with the fact thattf is now large enough
to allow some backscattering to be efficient. We also rem
that the marked reduction of diffusivity which shows up
F/F051/2 is consistent with a study on small metall
cylinder.20

VI. CASE II

The case of the incommensurate two-wall (9,0)@(10,10)
is given in Fig. 4~inset! where the power-law diffusion take
place. F0 periodic oscillations and positive magnetores
tance at low field are observed, similar to what is obtain
for the ballistic regime in the SWNT case. Conversely,
(6,4)@(10,10)@(17,13), which presents a diffusivelik
propagation, there is evidence for negative magnetore
tance at low field andF0/2 periodicity of D(tf ,F). The
effective elastic mean free pathl̃ e.35 nm ~see above!,
turns out to be larger than the outer shell circumferen
(.7 nm). Even in this situation, a smallF0/2 periodic os-
cillation is observed for largetf . By taking an enhanced

FIG. 3. Main frame:D(tf ,F) ~in Å 2g0 /\ unit! for a metallic
SWNT (9,0) evaluated at timetf@te , for two disorder strengths
Vd /g053 and 1, such that the mean free path (l e;0.5 and 3 nm,
respectively! is either shorter~dashed line! or larger~solid line! than
the nanotube circumference (C;2.3 nm). The righty axis is asso-
ciated with the dashed line and the lefty axis is associated with the
solid line. Inset:D(tf ,F) for l e53 nm.C andL(tf),2l e .
1-3
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value of the coupling parameter (b5g0), the diffusive re-
gime is reached more rapidly,l̃ e;2 nm,C, and together
with a negative magnetoresistance at low field, a stron
F0/2 periodic oscillation is obtained. These results confi
that magnetotransport properties of MWNTs are very se
tive to the geometry, the number of shells carrying curre
and the Hamiltonian parameters.

Note that in disordered systems, the basic scheme is
of ballistic electrons scattering on random impurities. T
F0/2 periodicity results from quantum interferences of t
electronic pathways around the cylinder wrist. This sche
is not strictly applicable in the case of the incommensur
MWNTs, which means that a clear theoretical understand
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of the F0/2 periodicity has still to be developed, although
is obvious that the diffusive-like propagation regime plays
central role.

VII. CONCLUSIONS

The above results demonstrate that the behavior obse
by Bachtoldet al.11 can also be reproduced by consideri
only the effect of incommensurability. In a real experime
with uniform magnetic field, the flux through a given shell
proportionnal to its section, whereas here we have ta
identical flux for all shells. Our hypothesis is relevant if,
the experimental conditions, the current is confined on a
layers close to the outermost shell of the MWNT. This co
finment could stem from the fact that electrons can not
through semiconducting shells, that represent statistically
of the shells. Note that in the interpretation developed
Bachtoldet al., and according to the above results~case I!,
the mean free path induced by disorder has to be smaller
the circumference of the nanotube in order to recover
F0/2 periodicity. Yet, using the formula of White an
Todorov5 with the same disorder parameter, the theoreti
mean free path in the experiment of Bachtoldet al.11 should
be four orders of magnitude larger than the circumference
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In summary, the intrinsic geometry of MWNTs~helicity
and number of individual shells! is an important factor to
determine the resulting electronic wave packets propaga
in disorder-free systems, especially for chemical poten
away from the charge neutrality point.

ACKNOWLEDGMENTS

Financial support from NAMITECH@ERBFMRX-CT96-
0067~DG12-MITH!#, DGES ~PB98-0345!, JCyL ~VA28/99!
and C4 are acknowledged. S.R. is indebted to Riichiro Sa
for stimulating discussions.

ys.

73, 494 ~1993!; J.C. Charlier and J.P. Michenaud, Phys. Re
Lett. 70, 1858~1993!.

13S. Roche and D. Mayou, Phys. Rev. Lett.79, 2518 ~1997!; S.
Roche, Phys. Rev. B59, 2284 ~1999!; S. Rocheet al., Phys.
Lett. A 285, 94 ~2001!.

14A.G. Aronov and Y.V. Sharvin, Rev. Mod. Phys.59, 755 ~1987!.
15P.G. Collinset al., Science287, 1801~2000!.
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